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INTRODUCTION 

Coal t a r  p i tch ,  der ived from by-product ovens, is t h e  prefer red  
mater ia l  f o r  use as a binder i n  t h e  manufacture of carbon and graphi te  
e lectrodes.  Variat ions i n  t h e  type of  coke oven and coke oven p r a c t i c e  
and the  d i v e r s i t y  of sources of supply give r ise  t o  v a r i a t i o n s  in p i t c h  
qua l i ty  which a f f e c t  e lec t rode  performance and r e s u l t ,  in t h e  case of some 
p i t c h  binders, i n  poor performance. A t  the  moment, i t  seems i n  vogue f o r  
industry t o  invar iab ly  blame poor e lec t rode  performance on t h e  binder, de- 
s p i t e  v a r i a t i o n s  i n  the  proper t ies  of the  f i l l e r  (usua l ly  petroleum coke), 
which may be as g r e a t  as  those v a r i a t i o n s  i n  binder proper t ies .  It appears 
Khat t h e  main j u s t i f i c a t i o n  f o r  a t t r i b u t i n g  poor e lec t rode  performance t o  
the  binder is t h e  f e e l i n g  t h a t  coal  tar p i t c h  coke does not  grow in c r y s t a l -  
l i t e  s i z e  as markedly as  does petroleum coke upon hea t  treatment. With t h e  
at tendant  smaller growth in c r y s t a l l i t e  s ize ,  it is suggested t h a t  the 
p i t c h  binder possesses i n f e r i o r  q u a l i t y  f o r  such important proper t ies  as 
e l e c t r i c a l  and thermal conductivity, r e a c t i v i t y  t o  gases, c o e f f i c i e n t  of 
thermal expansion, and s t rength .  

The three  i n i t i a l  aims of t h i s  research have been: (1) t o  seek 
re la t ionships  between t h e  chemical and physical  p roper t ies  of coa l  t a r  
p i tches  and t h e  proper t ies  of t h e  cokes and graphi t ized  carbons produced 
therefrom; (2) t o  b e t t e r  understand t h e  e f f e c t  of hea t  treatment temperature 
on the  proper t ies  of carbons produced from coal  t a r  p i t c h ;  and (3) t o  com- 
pare  the  proper t ies  of the  cokes and graphi t ized  carbons produced from coal  
t a r  p i tch  with those produced from a standard, commercially used petroleum 
coke. 
coke and lampblack. This paper presents  t h e  r e s u l t s  on t h i s  i n i t i a l  phase 
of research,  

For reac t ion  rate s tudies ,  comparisons a r e  a l s o  made with a coal  

Work is now i n  progress studying t h e  i n t e r a c t i o n  between t h e  
Selected p i tches  from those examined in t h e  f i l l e r  and binder phases. 

i n i t i a l  phase of the  research a r e  being processed wi th  a s tandard petroleum 
coke i n  a conventional manner t o  produce carbon and g r a p h i t e  bodies. 
t a n t  proper t ies  of the  bodies w i l l  be compared with the  same proper t ies  of 
t h e  cokes and graphi tes  produced separately from t h e  p i tches  i n  an attempt 
t o  learn  t h e  r e a l  s ign i f icance  of binder proper t ies  i n  a f f e c t i n g  e lec t rode  
performance. 
a t  a f u t u r e  da te .  

Impor- 

The r e s u l t s  of t h i s  l a t t e r  phase of research  w i l l  be reviewed 
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EXPERMENTAL 

A. Preparat ion of Coke and Graphitized Carbons 

1. Charring of t h e  coa l  t a r  Ditches. A sample of 250 grams of coal  tar 
p i t c h  was placed i n  an annealed g l a s s  l i n e r  ( 5 . 4  cm. 0.d. and 52.5  cm. long). 
The l i n e r  was enclosed i n  a gas- t igh t  s t e e l  bomb (1780 cc.  capaci ty)  and the  
bomb w a s  evacuated p r i o r  t o  f i l l i n g  with ni t rogen t o  atmospheric pressure. 
The bomb w a s  heated t o  550C2.5"C. i n  twelve hours and held a t  55OOC. f o r  an 
addi t iona l  twelve hours. The maximum pressure developed on charr ing ranged 
from 710 t o  890 psig., depending upon the  p i tch .  
cool  t o  room temperature before  opening. 

The bomb w a s  allowed t o  

The recovery of char i n s i d e  the  g l a s s  l i n e r ,  which was subsequently 
coked and graphi t ized,  general ly  ranged from 67 t o  78 per cent of t h e  i n i t i a l  
p i t c h  weight. 
between the glass l i n e r  and bomb wall  and by permanent gases. The molecular 
weight of the permanent gases  was estimated i n  severa l  runs t o  be about 2 2 .  
Two charr ing runs were made on each pi tch,  with the  charring y i e l d s  agreeing 
c o n s i s t e n t l y  within 1.5 per  cent .  

The remainder of the  weight could be accounted f o r  by char 

2. Grinding of the  coa l  t a r  p i t c h  chars .  The pi tch-chars  were ground i n  
a hammer m i l l  and screened through U.S. s ieves  40 and 60 mesh. 
mesh f rac t ion ,  which amounted t o  between 30 and 40 per cent of the  char yield, 
w a s  used i n  the subsequent coking operation. 

The 40 x 60 

3. Coking of the  coal  t a r  p i t c h  chars. Twenty-five grams of char from 
each charring run were heated ( i n  a Vycor tube f lushed with helium) a t  a r a t e  
of 5OC. p e r  minute t o  1000°C.  and soaked f o r  one hour at  t h i s  temperature. 
Variat ion i n  temperature along t h e  sample length w a s  l e s s  than k6OC. The 
coke y i e l d  amounted t o  about 65 t o  70 per cent.of the  i n i t i a l  p i tch  weight. 
Negl igible  fusing of the 40 x 60 mesh char p a r t i c l e s  w a s  found on coking. 

4. Graphi t izat ion of t h e  coal  t a r  p i t c h  cokes. Approximately 10 grams 
of 40 x 60 mesh coke were placed i n  cy l indr ica l  g raphi te  capsules (1 1 / 2  i n .  
0.d. and 1 1 / 2  in .  long) .  The capsules w e r e  loaded i n t o  a l a r g e r  cy l indr ica l  
g r a p h i t e  capsule ( 4  in .  0.d. by 11 in .  long), which w a s  then centered i n  a 
r e s i s t a n c e  furnace. The r e s i s t a n c e  furnace, which w a s  flushed with helium 
during a run, cons is ted  of a graphi te  tube 6 inches i n  diameter and severa l  
f e e t  long. 
'removed. 
Samples graphi t ized by r e s i s t a n c e  heat ing a r e  designated as carbons (R). 

' 

Samples were allowed t o  cool t o  room temperature before  being 
A l l  temperatures were measured with a Pyro o p t i c a l  pyrometer. 

5 .  Additional hea t  treatment of a v a r i e t y  of carbons. I n  order  t o  
understand the e f f e c t s  of a wide heat  treatment range on the subsequent 
r e a c t i v i t y  of coa l  t a r  p i t c h  coke, petroleum coke, coal  coke, and lampblack 
t o  oxidizing gases, samples were heated t o  temperatures of approximately 
1750, 2000, 2250, 2600,  and 280OOC. i n  an induction furnace, with zero soak 
time a t  the maximum temperature. Three c y l i n d r i c a l  g raphi te  c ruc ib les  
(7/8 in .  0.d. and 1 1 / 2  i n .  long) were p a r t i a l l y  f i l l e d  with 5 grams of 
sample. The c ruc ib les  were inser ted  i n t o  a graphi te  tube (1 1 / 4  in .  0.d. 
and 21 in. long), which i n  turn was centered in to  a quartz  tube ( 3  1/4 in .  
0 .d .  and 25 1/4 i n .  long) .  The furnace was evacuated over night a t  room 
temperature and then f lushed with helium during the run. The temperature 
was regulated by manual cont ro l  of a transformer. Temperature reddings 
were taken with an o p t i c a l  pyrometer s ighted through a quartz window a t  
t h e  top of the furnace. 

/, 

a 
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B. Apparatus and Procedures Used to Define the Properties of the Pitches, 
Cokes, and Graphitized Carbons 

Standard procedures previously described were used in the x-ray 

Analyses of the coal tar pitches were determined 
diffraction (2), surface area ( 3 , 4 )  , electrical resistivity (5), and gas 
reactivity studies (6). 
using standard specification studies ( 7 ) .  

C. Description of Raw Materials 

The coal tar pitches represent the residual product from the 
distillation of high-temperature coke-oven tars. No information is 
available on the carbonization temperatures at which the tars were pro- 
duced or the distillation procedures used to produce the coal tar pitches. 

Raw petroleum coke is the coked still bottoms left in the pot 
after distillation of the crude oil. 
of ca. 500OC. was calcined at ca. 1250°C. It had an ash content of 0.12 
per cent and a carbon content of 97.8 per cent. 

The raw coke having seen a temperature 

Lampblack is prepared from the partial combustion of liquid hydro- 
carbons. The lampblack used in this research was taken from crushed, 5/8-in. 
gas baked (ca. 1000°C.) lampblack electrodes. The green electrodes contained 
a mixture of 75 Der cent 1amDblack and 25 Der cent coal tar pitch by weight. 
The baked material had an ash content of 0.22 per cent 
of 98.9 per cent. 

The coal coke was a standard low temperature 
It had an ash content of 6 .8  per cent at about 600'C. 

of 85.0 per cent. 

RESULTS AND DISCUSSION 

A. Analyses of the Coal Tar Pitches 

and a carbon content 

foundry coke produced 
and a carbon content 

Table I presents data on the chemical analyses of the whole 
pitches. The analysis for sample BD-PSU-5 is markedly different from the 
remaining samples, since it is a lignite pitch. 

Table 11 presents semi-quantitative data on the concentration 
of metallic impurities in some selected pitches. The concentrations were 
determined using standard soectrochemical techniques. The concentrations 
are expressed i n  parts of impurity per million,p&ts of pitch on a weight 
basis. 

Table 111 presents miscellaneous data on the pitches. The coking 
values were determined using the Barrett Method B-8 (7), which consists of 
rapidly heating the pitch to 900°C. and holding the temperature for seven 
minutes. 
and ball mefhod (7) .  From Table XE& it i s  seen that the specific gravity 
of the whole pitch increases with an increase in its quinoline insoluble 
content. Also as expected, it is seen from Table 111 that as the specific 
gravity increases, the coking value alsc increases. 

The softening point of the pitches was determined by the ring 
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B. Chemical Analyses of the Cokes from the Group A Coal Tar Pitches 

Table IV presents data on the chemical analyses of the cokes from 
the Group A* coal tar pitches. For these pitches, two charring runs and 
three coking runs were made, with the char from one run being coked twice, 
The data, consequently, represent an average of three coking runs. The 
amount of hydrogen in the original pitch removed upon coking varies from 81 
per cent for sample 22805 to 90 per cent for sample 23217. The amount of 
nitrogen removed from the pitch ranges from 28 per cent for sample 23217 
to 100 per cent for sample 56-273. The amount of sulfur removed from the 
pitch ranges from 28 per cent for sample 22761 to 54 per cent for sample 
56-274. Thus, there is considerable variation in the amount of hydrogen, 
nitrogen, and sulfur removed on coking of the different pitches. Eowever, 
there is no obvious correlation between the amount of these elements in 
the original pitch and the percentage of them removed on coking. 

C.  Crystallographic Parameters for the Chars, Cokes. and Graphitized 
Carbons from the Group A Coal Tar Pitches 

1. Interlayer spacings and crystallite heiahts. Table V presents 
data on the interlayer spacings and crystallite heights of the chars, cokes, 
and graphitized carbons produced from the Group A coal tar pitches. X-Ray 
diffraction determinations were made on a sample from each run. 
the data on the chars represent the average of two determinations; on the 
cokes, an average of three determinations; and on the graphitized carbons, 
an average of two determinations at each temperature (that is, two different 
samples of coke were heated in each graphitization run). The graphitization 
runs were performed in the resistance furnace previously described. The 
interlayer spacing data in all cases are significant to =O.OZA., iO.OlA., 
and f.001A. for the chars, cokes, and graphitized carbons, respectively. 
The crystallite height data in all cases are significant to t l A . ,  clA., and 
+50A. ,  respectively. 

Consequently, 

Franklin (8) and Bacon (9) have thoroughly discussed the use of 
interlayer spacing data as a criterion of three-dimensional ordering in 
carbon. Interlayer spacings above 3.448. are indicative of only two dimen- 
sional ordering, whereas decreasing spacings between 3.448. and 3.3538A. 
indicate a progressive increase in three-dimensional ordering between zero 
and 100 per cent. As expected, the interlayer spacing data on the chars 
and cokes indicate no three-dimensional ordering. Furthermore, for each 
group the spacings are essentially the same. 
Kinney, Nunn, and Walker ( l o ) ,  among others, the interlayer spacings of the 
material having seen 1000°C. (cokes) are somewhat larger than the comparable 
material having seen only 550°C. (chars). As expected, the calcined petro- 
leum coke having seen a temperature of ca. 1250°C. has a lower interlayer 
spacing than the cokes from the coal tar pitches. That is, the interlayer 
spacing of carbons begins to decrease markedly at heat treatment temperatures 
above about 1050°C. 

In line with the findings of 

* The first six coal tar pitches, on which some additional work was done, 
.will be called Group A pitches hereafter. The remainder of the pitches 

. w i l l  be called Group B. 
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On graphitization, a marked decrease in interlayer spacing of 
all the cokes is seen. The effect of increasing graphitization temperature 
on further decreasing the interlayer spacing is also evident, as previously 
discussed (11). 
2650°C. is seen to have the lowest interlayer spacing, 3.359A., and, con- 
sequently, the highest degree of three-dimensional ordering, ca. 85 per cent. 
The petroleum coke graphitized at 2570°C. has a lower interlayer spacing 
than the majority of the pitch cokes graphitized at the same temperature. 
Unfcrtunately, the petroleum coke was not heat treated at 265OOC. 

The carbon produced from pitch 23217 by graphitization at 

From Table V, it is seen that there is little significant dif- 
ference in the average crystallite heights between the chars, as a group 
or between the cokes, as a group. Some decrease in the average crystallite 
sizes of the cokes over the comparable chars are noted, in line with pre- 
vious findings (10). The petroleum coke has a considerably higher crystal- 
lite height than any of the pitch cokes, as expected because of its higher 
calcination temperature. Extensive increases in average crystallite heights 
of the pitch cokes on graphitization are noted. However, the effect of 
increasing the graphitization temperature from 2570 t"0 2650°C. on increasing 
the crystallite heights is not indicated clearly by the data. In any event, 
the marked decrease in interlayer spacing and increase in crystallite height 
upon heating to graphitization temperatures clearly stamp these pitch cokes 
as "graphitizable carbons". 

2. Orientation of crystallites in pitch cokes. A s  pointed out, the 
interlayer spacing and crystallite height data on the pitch cokes show such 
minor variations that it is difficult to distinquish between the samples. 
A similar situation was shown to exist when a series of calcined petroleum 
cokes was examined by x-ray diffraction ( 1 2 ) .  However, in the latter case 
it was shown that the extent of crystallite orientation in the cokes, as 
given by the intensity of the (002) x-ray diffraction peak, varied con- 
siderably and could be used to predict important properties of carbon bodies 
made from the cokes. Consequently, relative intensities of the (002) peak 
for the pitch cokes were determined using techniques previously described 
( 2 , 1 2 ) .  Peak intensities were determined on the three coke samples from 
each pitch, and one additional intensity determined on a second sample of 
one of the cokes selected at random. The average peak intensity for the 
cokes from each pitch varied in all cases by less than + l o  per cent. The 
intensities varied from 24 .4  C.P.S. for pitch coke 22761 (poorest crystallite 
orientation) to 3 4 . 4  C.P.S. for pitch coke 23217 (best crystallite orienta- 
t ion) 

D. Surface Areas of the Chars, Cokes, and Graphitized Carbons from the 
Group A Coal Tar Pitches 

Table VI presents surface area data on 40 x 60 mesh samples of 
coke and graphitized carbons produced from the Group A coal tar pitches. 
The surface area for the char produced from pitch 23217 is also included. 
Determinations were made on the same number of samples as in the x-ray 
diffraction studies, with the average surface areas reported in Table VI 
represezting a11 samples from a given pitch within at least f10 per cent. 

The first major conclusion to be drawn from the data in Table VI 
is that the surface areas of the cokes (and char) are quite small. 
small areas indicate that the cokes (and char) contain a negligible amount 

These 
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of open porosi ty  i n  f i n e  pores. A small area i s  des i rab le  f o r  a graphi t izab le  
carbon s i n c e  i t  means tha t  there  w i l l  be a minimum of d i s c o n t i n u i t i e s  within 
t h e  p a r t i c l e  t o  s top  c r y s t a l l i t e  growth. I t  should be  noted t h a t  the  petroleum 
coke has a somewhat higher a r e a  than the coal  t a r  p i t c h  cokes. This could b e  
due e n t i r e l y ,  o r  i n  p a r t ,  t o  t h e  higher heat  treatment temperature of the 
petroleum coke, s ince  it has been shown t h a t  surface areas  of some carbons do 
increase s l i g h t l y  when heated i n  the range 950 t o  llOO°C. 

N o  r e l a t i o n s h i p  i s  found  between^ t h e  sur face  area of t h e  cokes and 
t h e i r  g r a p h i t i z a b i l i t y .  For example, carbon from p i t c h  23217 has the lowest 
i n t e r l a y e r  spacing on heat  treatment t o  2650'C. but yet  does not have the 
lowest surface area,  as seen i n  Table V I .  This lack of c o r r e l a t i o n  i s  not 
surpr i s ing  i f  t h e  very low values of the  surface areas  a r e  kept i n  mind. 
At 265OoC., the extent  of c r y s t a l l i t e  growth i s  probably not y e t  l i m i t e d  by 
t h e  infrequent pores i n  the  coke p a r t i c l e  (11). 

From Table V I ,  it i s  seen t h a t  there  i s  a decrease i n  the s p e c i f i c  
surface areas  of the  cokes on heat  treatment t o  2570 and 2650°C. 
t h i s  decrease ranges from 50 per cent f o r  sample 22761 t o  13 per cent f o r  
sample 22763. 
r e l a t e d  t o  the sur face  a r e a  of the coke - the  higher i t s  area the  grea te r  
the percentage decrease. This  r e s u l t s  i n  the  sur face  areas  of a l l  the 
graphi t ized  carbons varying much less than t h e  sur face  areas  of the  cokes. 

A t  2650"C., 

The percentage decrease i n  surface a rea  i s  seen t o  b e  roughly 

Despite the o v e r - a l l  decrease i n  a reas  on graphi t iza t ion ,  there  
i s  some indica t ion  t h a t  the  s p e c i f i c  sur face  area of the graphi t ized  carbons 
increase s l i g h t l y  i n  going from 2570 t o  2650OC. Perhaps v o l a t i l i z a t i o n  of 
some impuri t ies  i n  t h i s  temperature range produced s l i g h t  porosi ty .  I t  is 
noted tha t  the sur face  area of t h e  petroleum coke a f t e r  graphi t iza t ion  a t  
257OOC. i s  ca. 25 per cent  g r e a t e r  than t h e  sur face  a rea  of the graphi t ized  
p i t c h  cokes. 

Looking a t  t h e  chemical analyses of the coal  t a r  p i tches  i n  Table 
I, no cor re la t ion  is  found between the percentage of hydrogen, nitrogen, o r  
s u l f u r  i n  the  p i t c h  and t h e  sur face  areas  of the  cokes or graphi t ized  carbons 
produced therefrom. 

E .  E l e c t r i c a l  R e s i s t i v i t i e s  of Cokes and Graphitized Carbons 

Table VI1 presents  e l e c t r i c a l  r e s i s t i v i t y  da ta  on the  cokes and 
graphi t ized  carbons produced from both the Group A and B coal  t a r  pi tches .  
The r e s i s t i v i t i e s  of the  cokes a r e  seen t o  be  qu i te  s imi la r .  Disregarding 
samples 22761 and BD-PSU-5 ( l i g n i t e  p i tch) ,  t h e  r e s i s t i v i t i e s  of the  r e -  
maining p i t c h  cokes vary by only f12  per  cent .  
between the  e l e c t r i c a l  r e s i s t i v i t i e s  of  t h e  Group A cokes and t h e i r  c r y s t a l -  
lographic parameters o r  sur face  areas .  Presumably, likewise no cor re la t ions  

ca lc ina t ion  temperature, the  petroleum coke has a lower e l e c t r i c a l  r e s i s t i v -  
i t y  than any of t h e  p i t c h  cokes. 

No c o r r e l a t i o n  i s  found 

I' would e x i s t  for  the Group B p i t c h  cokes. A s  expected because of i t s  higher 

On graphi t iza t ion ,  there  i s  a marked decrease i n  t h e  e l e c t r i c a l  
r e s i s t i v i t i e s  of a l l  samples. Further, a s  expected (13), the  higher 

I 
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temperature g r a p h i t i z a t i o n  run* produced, f o r  each sample, the lower elec- 
t r i c a l  r e s i s t i v i t y .  A s  f o r  the  cokes, no c o r r e l a t i o n  exists between t h e  
electrical r e s i s t i v i t i e s  of t h e  graphi t ized  carbons from t h e  Group A p i t c h e s  
and the c rys ta l lographic  parametes o r  sur face  areas of t h e  carbons. 

The e l e c t r i c a l  r e s i s t i v i t i e s  f o r  the graphi t ized  petroleum coke 
are comparable v i t h  those f o r  many of t h e  graphi t ized  p i t c h  cokes heated t o  
the  same temperature. Actually, t h e  e l e c t r i c a l  resistivities of t h e  graph- 
i t i z e d  p i t c h  cokes from samples 23217, 56-274, BD-PSU-8, -12, -16, and -17 
are lover  than t h e  r e s i s t i v i t i e s  of the graphi t ized  petroleum coke. 

F. Gas R e a c t i v i t i e s  of Cokes and Graphi t ized Carbons 

1. R e a c t i v i t i e s  of cokes and graphi t ized  carbons t o  carbon dioxide at  
115OOC. Tables VI11 and IX present  d a t a  f o r  the  r e a c t i v i t y  of cokes and 
graphi t ized  carbons from t h e  Group A and Group B pi tches ,  respec t ive ly .  
Clearly, f o r  t h e  major i ty  of the p i t c h  samples, t h e  r e a c t i v i t y  of t h e  car -  
bons graphi t ized  between 2570 and 2660°C. is g r e a t e r  than t h e  r e a c t i v i t y  of 
t h e  cokes. 
cept ions.  For the Group A coa l  t a r  pi tches ,  an increase  i n  g r a p h i t i z a t i o n  
teinperature from 2570 t o  2650OC. r e s u l t s  i n  a marked increase  i n  r e a c t i v i t y  
of the  carbons t o  carbon dioxide. To the contrary, f o r  t h e  Group B coal  
t a r  p i tches  (and p i t c h  22805 from Group A) an increase i n  graphi t iza t ion  
temperature from 2660 t o  268OoC, produces a decrease i n  r e a c t i v i t y ,  with 
two exceptions. These exceptions a r e  samples BD-PSU-1 and -18. 

Samples 56-274 (graphi t ized  a t  257OOC.) and BD-PSU-2 a r e  ex- 

It is noted t h a t  the  w i d e  v a r i a t i o n  i n  r e a c t i v i t i e s  of  the  p i t c h  
cokes t o  carbon dioxide i s  not c a r r i e d  over t o  the  graphi t ized  samples. 
For example, consider ing the  Group B p i tches ,  t h e  cokes show a spread i n  
r e a c t i v i t y  from 3.5 t o  30.8 per cent  burn-off i n  two hours. On t h e  o ther  
hand, exclusive of BD-PSU-5 ( l i g n i t e  p i tch) ,  the  samples graphi t ized  a t  
2660’C. show a spread i n  r e a c t i v i t y  from only 19.8 to 28.1 per  cent. 

A q u a l i t a t i v e  c o r r e l a t i o n  i s  found between the per  cent  ash i n  
the  coal  t a r  p i tches  (Table I) and t h e  r e a c t i v i t y  of t h e  cokes produced 
therefrom (Table VI11 and 1x1. Even though t h e r e  i s  considerable  s c a t t e r  
i n  the data, i n  general, h igher  ash content  i n  t h e  p i t c h  means higher re- 
a c t i v i t y  of the  cake towards carbon dioxide. The scatter i n  the da ta  is  to  
be expected s i n c e  ind iv idua l  c o n s t i t u e n t s  of t h e  impurity phase w i l l  have 
d i f f e r e n t  e f f e c t s  on increasing ( o r  decreasing) t h e  r e a c t i v i t y  of t h e  coke. 
So c o r r e l a t i o n  is found, however, between the concentrat ions of any ind iv id-  
u a l  cons t i tuent  of t h e  impurity phase i n  the  p i t c h  and r e a c t i v i t y  of t h e  
cokes. 

For the  Group A coa l  tar p i tches ,  t h e  r e a c t i v i t y  d a t a  of the 
cokes ( a s  a group) o r  graphi t ized  carbons ( a s  a group) cannot be explained 
on the bas i s  of t h e  sur face  a r e a  o r  c rys ta l lographic  parameters of these 
mater ia ls .  

* It is  noted t h a t  t h e  majori ty  of the Group A samples w e r e  g raphi t ized  a t  
temperatures lower than those used f o r  t h e  Group B samples. 
i n s u f f i c i e n t  samples of t h e  Group A cokes were a v a i l a b l e  t o  make heat  treat-  
ment runs at  2660 and 2680OC. 

Udor tuna te ly ,  
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In marked c o n t r a s t  t o  the  increase i n  r e a c t i v i t y  upon g r a p h i t i -  
za t ion  for  the majori ty  of  the p i t c h  samples, the petroleum coke i s  seen 
t o  undergo a major decrease i n  r e a c t i v i t y  upon g r a p h i t i z a t i o n  to  257OOC. 
Further ,  t h e  r e a c t i v i t y  of the  petroleum coke i s  many-fold g r e a t e r  than the  
r e a c t i v i t y  of t h e  major i ty  of t h e  p i tch  
t h e  graphi t ized petroleum coke is comparable t o  t h a t  of many of t h e  
graphi t ized  p i t c h  cokesi 

cokes; whereas the  r e a c t i v i t y  of 

2 i  
R e a c t i v i t i e s  of d i f f e r e n t  carbons to  carbon dioxide and a i r  as  a 

funct ion of heat treatment temperature. Samples of p i t c h  coke 56-273, 
petroleum coke, lampblack, and coal  coke were heat  t r e a t e d  i n  a helium 
atmosphere a t  a s e r i e s  of temperatures, using an induct ion furnace. Sepa- 
rate runs a l so  were made a t  se lec ted  temperatures on p i t c h  coke 56-273 
and petroleum coke i n  an induct ion furnace, using a 1 per cent  chlorine-99 
per cent  helium atmosphere& Because of space l imi ta t ions  i n  the  induction 
furnace, only s u f f i c i e n t  sample could be hea t  t r e a t e d  t o  enable t h e  making 
of one r e a c t i v i t y  run, each, i n  carbon -_  dioxide and air. Table X summarizes 
the  data .  

I n  agreement wi th  previous f indings where the  r e s i s t a n c e  furnace 
w a s  used to heat t r e a t  t h e  samples, the r e a c t i v i t y  of t h e  p i t c h  coke is 
seen t o  increase upon being t r e a t e d  to  higher temperatures. 
r e a c t i v i t y  i s  found f o r  hea t  treatment to  ca. 2000°C. Another maximum 
(displaced to a higher temperature than found previously f o r  sample 22805) 
probably occurs a t  a temperature above 2800°C. 
r e a c t i v i t y  of petroleum coke t o  carbon dioxide shows a marked decrease upon 
hea t  treatment. The i n i t i a l  decrease i s  found t o  occur between the  ca lc ina-  
t i o n  temperature and a h e a t  treatment temperature of 1750'C. A s l i g h t  
increase  i n  r e a c t i v i t y  is  suggested with an increase  i n  heat  treatment 
temperature between 1750 and 2250°C. This i s  followed by a second, sharp 
decrease in  r e a c t i v i t y  on heat  treatment t o  2600'C. No f u r t h e r  maximum i n  
r e a c t i v i t y  i s  found f o r  t h e  petroleum coke between 2600 and 28OO0C., prob- 
ably because the  gap i n  h e a t  treatment temperature w a s  too l a r g e  to uncover 
a maximum. 

A maximum i n  

Also a s  found before, t h e  

Limited da ta  i n d i c a t e  t h a t  t h e  success a t t a i n e d  i n  decreasing 
carbon r e a c t i v i t y  by h e a t  treatment i n  a par t ia l  ch lor ine  atmosphere depends 
upon the carbon and heat  treatment temperature. For example, f o r  t h e  p i t c h  
coke 56-273, i t  i s  seen t h a t  t h e  use of a p a r t i a l  ch lor ine  atmosphere 
during hea t  treatment a t  ca. 1750 and 2000°C. markedly decreases t h e  sub- 
sequent r e a c t i v i t y  of t h e  carbon t o  carbon dioxide. On t h e  o ther  hand, t h e  
use of chlor ine a t  ca. 2250°C. shows l i t t l e  e f f e c t .  The use of a p a r t i a l  
ch lor ine  atmosphere during t h e  hea t  treatment of petroleum coke a t  ca. 2000 
and 2250'C. a l s o  shows l i t t l e  e f f e c t  on the  subsequent r e a c t i v i t y .  

It i s - s e e n  from Table X t h a t  heat  treatment of lampblack and coa l  
coke over a range of temperatures has a n e g l i g i b l e  e f f e c t  on the subsequent 
r e a c t i v i t y  of these  mater ia l s  t o  carbon dioxide. This is p a r t i c u l a r l y  
surpr i s ing  in  t h e  case of t h e  coal  coke, which undoubtedly underwent a major 
decrease i n  ash content  on heat  treatment a t  2600°C. 

The e f f e c t  of hea t  treatment on the  r e a c t i v i t y  of p i t c h  coke and 
petroleum coke t o  a i r  i s  seen t o  be considerably d i f f e r e n t  from the  e f f e c t  
of heat  treatment on t h e i r  r e a c t i v i t y  t o  carbon dioxide. The r e a c t i v i t y  of 
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both these materials to air is seen to decrease progressively with increasing 
heat treatment temperature. Furthermore, the reactivities of the two materi- 
als to air for heat treatment temperatures up to 2250°C. parallel each,,other 
closely. 
markedly the subsequent reactivity of the pitch coke to air at all heat treat- 
ment temperatures investigated. - 

The use of a partial chlorine atmosphere is seen to decrease 

As in the carbon-carbon dioxide reaction, variation in heat treat- 
ment temperature is seen to have a negligible effect on the reactivities of 
lampblack and coal coke to air. 

It is readily apparent that the reactivity of carbons to carbon 
dioxide is much more sensitive to carbon-type than is the reactivity of 
carbons to air. In the latter case, it is seen that the reactivities of 
different carbons, following particular heat treatment temperatures, are 
quite similar. 
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TABLE I V  

%C - C o k e  

CHEMICAL ANALYSES OF THE COKES FROM THE 
GROUP A COAL TAR PITCHES 

w %S 7. O t h e r  - 
22761 98.16 0.48 0.23 0.54 0,57 
22763 97.68 0.61 0.03 0.35 0.35 
22805 96.53 0.79 0.16 0.26 0.26 

. 23217 97.96 0.44 0.36 0.26 0.26 
56-273 ' 98.35 0.56 0.00 0.29 0.29 
56-274 98.11 0.75 0.05 0.16 0.16 

TABLE V I  

SURFACE AREAS OF THE CHARS, COKES, AND GRAPHITIZED CARBONS 
PRODUCED FROM THE GROUP A COAL TAR PTICRES 

2 
S u r f a c e  A r e a ,  m . / e  

P i t c h  - C h a r  - C o k e  G r a p h i t i z e d  Carbon 
257OoC, 2650'C. 

22761 - 0.36 0.18 0.18 
22763 0.24 0.17 0,21 
22805 0.26 0.17 0.20 
23217 0.38 0.34 0.23 0.21 
56-273 0.31 0.19 ' 0.20 
56-274 0.45 0.24 0.28 
petroleum coke 0.59 0.34 - 

A t o m i c  
C-H R a t i o  

17.2 
13.4 
10.6 
18.5 
14.1 
11.4 

Y 
? 
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Sample 

22761 
22763 

23217 
56-273 
56-274 
BD-PSU-1 

-2 
-3 
-4 
-5 
-6 
-7 
-8 
-9 
-10 
-11 
-12 
-13 
-14 
-15 
-16 
-17 
-18 
-19 

22805 

TABLE VI1 

ELECTRICAL RESISTIVITIES AT 2500 Pg.”AND 25°C. 
FOR COKES AND GRAPHITIZED CARBONS 

E l e c c r i c a l  R e s i s t i v i t y ,  ohm-cm. 
Coke Graphitized Carbon 

2660°C, 2680°C. - -  
0.050 

0.040 
0.038 

0.038 
0.038 
0.032 
0 037 
0.035 
0.041 

0.049 
0.036 
0 040 
0.038 
0.039 
0.037 
0.035 
0.037 
0.037 
0.040 
0.041 
0.034 
0.034 
0.032 
0.036 

0.038 

0. 0081a 
0.004ga 
0.0042 
0. 002gb 
0. 0044a 
0.002gb 
0.0032 
0.0035 
0.0046 
0.0042 
0.0050 
0.0032 
0.0030 
0.0028 
0.0037 
0.0036 
0.0031 
0.0027 
0.0034 
0.0038 
0.0039 
0.0026 
0.0020 
0.0033 
0.0035 

petroleum coke 0.024 0.0031 

0 0032 

0,0031 
0.0034 
0.0038 
0 e 0032 
0.0042 
0.0030 
0.0029 
0.0025 
0.0029 
0.0027 
0.0024 
0.0026 
0 a 0027 
0.0031 
0.0030 
0.0023 
0.0021 
0.0023 
0.0029 
0.0025 

Graphitized at 2570°C. Graphitized a t  2650°C. a 



TABLE VI11 

REACTIVITIES OF COKES AND GRAPHITIZED CARBONS FROM 
GROUP A PITCHES TO CARBON DIOXIDE AT 1150°C. 

n 
I' 

Sample 

22761 

22763 

Weight Per Cent Burn-Off in Two Hours - Coke Graphitized Carbon 
2570°C. 2650°C. -- 

8.7a 16.2 29.3 

9.8 12.4 24.4 

t! 22805 8.8 15.0 26.2 

23217 7.4 S7.6 24.3 

56-273 7.6 -' 12.4 31.1 

56-274 22.0 15.9 27.0 

petroleum coke 55.2 10.7 - 

a Reactivities on pitch cokes represent average of reactivities 
determined on individual samples from three different coking 
runs. 

Reactivities on carbons at each graphitization temperature 
represent average of reactivities on two graphitized coke 
samples. 

\ 
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TABLE IX 

REACTIVITIES OF COKES AND GRAPHITIZED CARBONS FROn 
THE GROUP B PITCHES TO CARBON DIOXIDE AT 1150°C. 

Weight Per Cent Burn-Off in  Two Hours 
- Coke Graphitized Carbon -- 2 6 6 0 0 ~ .  2 6 8 0 0 ~ .  

BD-PSU- 1 
-2 
-3 
-4 
-5 
-6 
-7 
-8 
-9 

-10 
-11 
-12 
-13 
-14 
-15 
-16 
-17 
-18 
-19 

petroleum coke 
22805 

17.7a 
30.8 

5.0 
30.2 
16.8 
15 .O 
11.. 3 
14.0 
8.1 
8.7 
6.6 
3.5 

16.7 
17.5 
14.4 
11.6 
12.4 
14.1 
8.8 

55.2 

8.7 

24.5b 26.8 
21.1 20.5 
23.0 19 .1  
22.9 12.3 
40.3 37.9 
20.1 14.4 
20.5 14.7 
24.3 16.8 
25.0 21.9 
19.8 14.2 
23.8 17.3 
23.6 15.1 
21.7 14.5 
28.1 17.2 
25.7 17.9 
25.1 15.2 
20.8 15.2 
20 .o 25.5 
22.7 16.8 
26.8 17.2 
22.5 15.2 

a React iv i t ies  on pitch cokes represent average of r e a c t i v i t i e s  
determined on indivfdual samples from two different  coking runs 

Represents one react iv i ty  run on one graphitized coke sample a t  
each temperature i n  every case.  
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